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[bookmark: _GoBack]NOTIFICATION
The following notification is being circulated in accordance with Article 10.6

	1.
	[bookmark: sps1a]Notifying Member: RWANDA 
[bookmark: sps1b]If applicable, name of local government involved (Article 3.2 and 7.2): 

	2.
	[bookmark: sps2a]Agency responsible: Rwanda Standards Board (RSB)
Name and address (including telephone and fax numbers, email and website addresses, if available) of agency or authority designated to handle comments regarding the notification shall be indicated if different from above: 
Rwanda Standards Board
KK 15 Rd, 49 
P.O.BOX 7099, Kigali, Rwanda 
Tel: +250 788303492
Email: info@rsb.gov.rw 
[bookmark: sps4a]Website: www.rsb.gov.rw 

	3.
	[bookmark: tbt3a][bookmark: tbt3b][bookmark: tbt3c][bookmark: tbt3d][bookmark: tbt3e]Notified under Article 2.9.2 [X], 2.10.1 [  ], 5.6.2 [  ], 5.7.1 [  ], other:

	4.
	[bookmark: sps3a]Products covered (HS or CCCN where applicable, otherwise national tariff heading. ICS numbers may be provided in addition, where applicable): Mineral materials and products (ICS 91.100.15).

	5.
	[bookmark: sps5a][bookmark: sps5c][bookmark: sps5b]Title, number of pages and language(s) of the notified document: DRS 107: 2018; Building Sands from natural sources — Specification (21 page(s), in English)  

	6.
	[bookmark: sps6a]Description of content: This Draft Rwanda Standard covers the requirements for naturally occurring sands, crushed stone sand and crushed gravel sands used for external renderings and internal plastering using mixes of lime and sand (with or without the addition of cement or gypsum plaster ), cement and sand (with or without the addition of lime). It also relates to sands intended to be used for mortar for masonry, for brickwork (plain and reinforced), for building with clay or concrete block and for masonry.

	7.
	[bookmark: sps7f]Objective and rationale, including the nature of urgent problems where applicable: Protection of human health or safety; Quality requirements

	8.
	Relevant documents: 
· RS 96-3, Aggregates−Test Methods: Part 3: Methods of sampling
· RS 96 – 4, Determination of particle size distribution – sieve tests
· [bookmark: sps9a][bookmark: sps9b]RS ISO 3310-2, Test sieves —Part 2: Technical requirements and testing, Part 2: Test sieves and of metal wire cloth 

	9.
	[bookmark: sps10a][bookmark: sps10b]Proposed date of adoption: To be determined
[bookmark: sps11a][bookmark: sps11b]Proposed date of entry into force: To be determined

	10.
	[bookmark: sps12a]Final date for comments: 60 days from notification

	11.
	[bookmark: sps13b]Texts available from: National enquiry point [X] or address, telephone and fax numbers and email and website addresses, if available, of other body: 
KK 15 Rd, 49
Toll Free: 3250 
Tel:+250 788303492
Email: info@rsb.gov.rw
Website: www.rsb.gov.rw 
P.O.BOX 7099, Kigali, Rwanda
http://www.rsb.gov.rw/fileadmin/user_upload/files/pdf/new_stds/Public_Review_March_18/DRS_107-2018_Building_sand_from_natural_sources.pdf
[bookmark: sps13c]https://members.wto.org/crnattachments/2018/TBT/RWA/18_2023_00_e.pdf



 
 
 
image1.emf

